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During the construction of recording head devices, corrosion of metal features and subsequent deposition of corrosion by-
products have been observed. Previous studies have determined that the use of N-methylpyrrolidone (NMP) may be a con-
tributing factor. In this study, we report the use of a novel multiplatform analytical approach comprising of pH, liquid
chromatography/UV detection (LC/UV), inductively coupled plasma optical emission spectroscopy (ICP-OES), and LC/mass
spectrometry (LC/MS) to demonstrate that reaction conditions mimicking those of general photoresist removal processes can
invoke the oxidation of NMP during the photolithography lift-off process. For the first time, we have confirmed that the oxidation
of NMP lowers the pH, facilitating the dissolution of transition metals deposited on wafer substrates during post-mask and pre-
lift-off processes in microelectronic fabrication. )is negatively impacts upon the performance of the microelectronic device.
Furthermore, it was shown that, by performing the process in an inert atmosphere, the oxidation of NMP was suppressed and the
pH was stabilized, suggesting an affordable modification of the photolithography lift-off stage to enhance the quality of recording
heads. )is novel study has provided key data that may have a significant impact on current and future fabrication process design,
optimization, and control. Results here suggest the inclusion of pH as a key process input variable (KPIV) during the design of new
photoresist removal processes.

1. Introduction

Semiconductor device fabrication is the process used to
create integrated circuits that are present in electrical and
electronic devices [1]. )e fabrication process shown in
Figure 1 begins with a wafer of semiconductor material
and includes a sequence of photographic and chemical
processing steps during which electronic circuits are
gradually created on the wafer substrate [2]. Advanced
semiconductors may contain billions of transistors on a
layer of silicon the size of a square centimeter, so

manufacturing must be rigorously controlled and con-
ducted with great precision to achieve features at the
nanoscale [3].

)e production of semiconductors is reliant on the use of
photolithography processes [4] which utilize chemical for-
mulations in specialized manufacturing tools that pattern
integrated circuits with linewidths that may be only ten
nanometres or less in width.

Lithography accounts for over one-third of the total
production costs in the fabrication of microelectronics [5] as
this stage is prone to generating defects [6]. However, defects
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arising from chemical phenomena occurring in the pho-
toresist and photoresist stripper chemicals are less studied.

Photoresist formulations are typically comprised of five
or more individual chemical components, including a
polymeric resin, radiation sensitive compound, and a solvent
[6] that must work together in concert to receive a light
image and delineate the desired integrated circuit pattern on
the wafer surface [2]. )e photoresist strip step must be
accomplished in a manner that completely and uniformly
removes the residual photoresist, without adversely
impacting the surfaces of the materials comprising the
underlying wafer substrate [7, 8]. One method to remove the
photoresist and Bottom Anti-Reflective Coatings (BARC)
involves the use of the liquid N-methylpyrrolidone (NMP)
as a solvent. NMP is only slowly oxidized by air, and it is very
hygroscopic [9]. However, NMP has been shown to oxidize
in the presence of transition metals under nontropospheric
conditions by well-known catalytic mechanisms [9–12], as
well as in the presence of UV-light and hydroxyl radical
initiators [13].

During previous studies by Seagate Technology’s pho-
tolithography engineers, issues relating to fluctuations in the
resistance of magneto-resistive recording heads (MRR) were
observed (Supplementary Figure 1) to result in the failure of
the drive to read the servo patterns of hard disk media.
Analysis of the photolithography engineering process in-
dicated that the issue was the result of transition metal
feature corrosion at the contact reader stack occurring
during the photoresist lift-off process (unpublished data). In
this instance, the chemical in question was NMP which is
known to dissolve certain transition metals [13]. )ere are
various hypotheses regarding potential mechanisms of ac-
tion of this chemical, which ultimately lead to the de-
struction of crucial recording head components.

Reist and George [14] provided valuable insights into
the dissolution mechanism of copper under aqueous
conditions. In their study, they found that the presence of

molecular oxygen (O2) enabled the formation of a CuO
surface layer which protects the underlying copper metal.
However, in the presence of a protic solution, the H+ ions
have a high affinity for the oxygen component of the
copper(II) oxide surface layer, and so two equivalents of
protons readily combined with the oxygen of the surface
oxide to generate water and solvated Cu(II+) ions. )is
exposes the underlying copper metal allowing further
oxidation-dissolution process to proceed. Based on this
and other work [15] relating to the impact of system pH
on metal dissolution, we hypothesize that although NMP
itself has a considerably basic pH, exposure of the
chemical to work-in-progress (WIP) wafers may initiate
a chemical transformation which acts to solvate transi-
tion metals on the surface of the wafer, whilst simulta-
neously lowering the pH of the system—thus accelerating
the dissolution process and/or the NMP degradation
process.

Here, we report the development and application of a
novel multiplatform analytical approach which combines
the use of pH, LC/UV, ICP-OES, and LC/MS methods to
assess NMP oxidative degradation pathways and monitor its
progression within photolithography lift-off processes.

2. Materials and Methods

2.1. Chemicals. N-Methylpyrrolidone (HPLC grade, ≥99%),
N-methylsuccinimide (99%), 1-(2-hydroxymethyl)-2-pyr-
rolidone (98%), 2-pyrrolidone (≥99%), succinimide (99.1%),
N-hydroxymethylpyrrolidone (R&D synthesized—no purity
data), cobalt(II) chloride hexahydrate (98%), and formic
acid (98% v/v) were all obtained through Sigma Aldrich,
Haverhill, UK. Silver nitrate aqueous solution (0.02M,
≥99%) was obtained through VWR Chemicals, Lutterworth,
UK. Sodium Y-52 zeolite was obtained through Honeywell
Fluka, Cambridge, UK. Oxygen (99.999%), nitrogen
(99.999%), acetonitrile (HPLC grade, ≥99%), water MiliQ
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Figure 1: Semiconductor device fabrication process used to create integrated circuits that are present in electrical and electronic devices.
Adapted from Dean et al. [2].
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(18Ω conductivity), methanol (HPLC grade, ≥99%), buffer
solution pH 10 (pH 10± 0.01 at 25°C, 0.1M), and buffer
solution pH 7 (pH 7± 0.04 at 25°C, 0.1M) were obtained
through Schlötter, Co. Kildare, Ireland. Deuterated water:
Cambridge Laboratories, INC. Lot #6K-328, Cambridge,
UK. ICP-OES elemental standard solutions were obtained
through )ermo Scientific, Altrincham, UK.

2.2. pH Analysis. pH analysis was conducted using an
EasyClean Solvotrode electrode (Metrohm UK) with a LiCl
in ethanol (1M) reference electrolyte and a 716 DMS Titrino
unit (Metrohm UK). pH data were analyzed using Tiamo 2.4
(Metrohm UK).

2.3. Inductively Coupled Plasma Optical Emission Spectros-
copy (ICP-OES) Analysis. ICP-OES analysis was conducted
using an iCAP 7400 ICP-OES instrument ()ermo Fisher
Scientific). NMP samples were dissolved in deionized water
prior to analysis (10% v/v). Plasma conditions were as fol-
lows: RF power: 1250W, auxiliary gas flow: 0.5 L/min,
coolant gas flow:12 L/min, nebulizer gas flow: 0.5 L/min, and
nebulizer gas pressure: 270 kPa. Spectra were analyzed using
Qtegra ISDS ()ermo Fisher Scientific).

2.4. Inductively Coupled Plasma Optical Emission Spectros-
copy (ICP-OES) Calibration. )e iCAP 7400 ICP-OES in-
strument was calibrated to the following elements:
aluminum, arsenic, cobalt, chromium, copper, iron, gallium,
nickle, platinum, and silicon. A high concentration working
standard (10mg/L) was prepared by dissolving the respective
elemental standard (1mL) in concentrated HNO3 (2mL),
the acidic solutions were combined and the resulting so-
lution was diluted to 100mL with deionized water. A low
concentration working standard (0.1mg/L) was prepared by
dissolving an aliquot of the high concentration working
standard (1mL) in concentrated HNO3 (2mL), the resulting
solution was then diluted to 100mL with deionized water.
)e instrument was then calibrated using NMP-based
standard solutions (Table S1).

2.5. Cobalt-Sodium Y-Zeolite Preparation. )e zeolite-
supported cobalt material was prepared as outlined pre-
viously [10]. Cobalt(II) chloride hexahydrate
(2 ×10− 2 mol) was added to a 500mL conical flask con-
taining deionized water (200mL) and equipped with a
magnetic stir bar. Sodium Y-zeolite (10 g) was added to the
reaction flask and the reaction mixture was allowed to stir
at 70°C for 24 h. )e resulting pink solid was filtered under
vacuum and washed with deionized water until no chloride
was detected upon addition of silver nitrate solution
(0.1 N). )e solid was then dried in vacuo for 48 h at 150°C
in a vacuum oven to give a pale purple/blue solid
(8.8329 g). )e dried solid was then transferred to a
vacuum desiccator and allowed to cool to room temper-
ature in vacuo after which it was ready for use.

2.6. Catalytic Oxidation of NMP in Oxygen. )e procedure
was based on previous work [16]. To a three-neck round
bottom flask (RBF) equipped with a magnetic stir bar as
shown in (Figure S2), N-methylpyrrolidone was added
(50mL). A three-way separator attachment, with an oxygen-
filled balloon fitted to one nozzle and a vacuum line fitted to
the other, was inserted into the central opening of the flask
while the other two openings were sealed with glass stop-
pers—all openings were sealed with vacuum grease and
parafilm. Dry cobalt-sodium Y-52 zeolite (0.2629 g) was
added to the reaction flask to yield a light blue heterogeneous
mixture. )e reaction vessel was evacuated and flushed with
oxygen (99.999%) three times before being placed in a water
bath with a temperature maintained between 75°C and 80°C
and allowed to stir for approximately 164 h. Multiple color
changes were noted throughout the reaction and recorded in
order as light blue, murky green, light brown, and dark
brown/black. No solid catalyst was recovered at the end of
the reaction. Daily samples of the reaction (1mL) were
extracted and pipetted into a 250mL beaker containing
deionized water (99mL) and stirred. An aliquot of the
resulting aqueous solution (1.5mL) was submitted for LC-
UV and LC/MS analysis. After the samples were drawn, the
system was evacuated and flushed with oxygen gas three
times.

2.7. Catalytic Oxidation of NMP under Nitrogen Atmosphere
(Control). Reaction was conducted using same conditions as
previously described in Section 2.6 except that one nozzle of
the three-neck RBF was filled with nitrogen (99.999%) in-
stead of oxygen.

2.8. Liquid Chromatography/Ultraviolet Detection (LC/UV)
Analysis. Standards were prepared as follows: 1mL of
standard solution (1M) was transferred into a 100mL
volumetric flask, 90ml of water was added, vortex mixed for
5 sec and made up to volume with water to achieve a 0.01M
solution. LC-UV analysis was conducted using a )ermo
Fisher Scientific Dionex Ultimate 3000 RSLC ()ermo
Fisher Scientific, US) in gradient mode. )e column tem-
perature was set at 40°C, and the UV detector was set at
230 nm. Mobile phases were as follows: A: water, B: ace-
tonitrile with the injection volume of 10 μL, and the LC
system was operated in gradient mode (Table S2). )ermo
Scientific Acclaim RSLC 120 C18 2.2 μm 120 Å 3.0×100mm
()ermo Fisher Scientific, US) was used as the LC column.
All LC-UV data were processed using )ermo Scientific
Chromeleon 7.2 CDS software ()ermo Fisher Scientific,
US).

2.9. Liquid Chromatography/Mass Spectrometry (LC/MS)
Analysis. Liquid chromatography/mass spectrometry anal-
ysis was conducted using a Micro-LC Dionex RLSC nano
Ultimate 3000 adapted with a micro flowmeter coupled with
a LTQ-XL-Orbitrap XL ()ermo Fisher Scientific) mass
spectrometer. Same gradient was used as per Table S1 except
for the addition of an acidic modifier (formic acid 0.01%
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(v/v)) to both mobile phases and micro LC Column Ac-
claim RSLC 120 C18 2.2 μm 120 Å1.0 × 50mm ()ermo
Fisher Scientific) was used at a constant flow of 45 μL/min.
Ionization was electrospray (ESI) in positive ion mode with
a mass range of 50–200Da. ESI conditions were as follows:
ion spray voltage: 4.6 (V), capillary temperature: 280°C,
sheath gas flow: 20 (Arb) auxiliary gas flow: 8 (Arb),
collision energy (for collision induced dissociation (CID)
MSn) ramp mode from 15–50 (V), and mass resolution
mode IT-FT: 30,000 resolution power (RP). Mass spectra
were processed using Xcalibur version 2.2 ()ermo Fisher
Scientific).

2.10. Deuterium Exchange Analysis. Deuterium exchange
analysis was performed using the same LC platform as per
Section 2.8. D2O +0.01% formic acid (v/v) was used as
mobile phase A.

3. Results and Discussion

3.1. Assessment of NMP pH Variation under Standard Op-
erating Conditions. )e stability of the pH of NMP used in
the photolithography lift-off process was first observed over
a period of time under standard operating conditions in
which the chemical is exposed to air. )e pH remained
nearly constant, ranging between pH 10.39 and 9.69 over a
period of 144 h. After 168 h, the NMP was exposed to 328
work-in-progress (WIP) wafers over a period of 48 hours at
80°C, which resulted in a rapid shift in pH from 9.69 to 6.82
(Figure 2(a)). Given the observed stability of the pH of NMP
at the standard operating temperature of 80°C, it can be
concluded that the shift in pH was the result of an unknown
interaction between NMP and on-wafer materials such as
unreacted photoresist or transition metals from the con-
structed electromagnetic features.

3.2. ICP-OES Analysis of NMP under Inert Operating
Conditions. )e dissolution of elements from the surface of
WIP wafers during the photolithography lift-off process was
verified by using ICP-OES analysis to observe the variation
in elemental content within the NMP over its lifetime in the
fabrication process (Figure 2(b)).

Over a period of approximately three months, a steady
increase in the concentration of cobalt dissolved in the NMP
was observed whilst the concentration of the remaining
elements investigated saw only relatively small increases
over the same period. )e pH of the NMP during this ex-
periment showed an immediate rapid decrease from pH
11.28 to 7.10 within a period of 144 h in the fabrication
process followed by a slower rate of decline to pH 5.65 after a
period of 552 h. Proceeding this initial period of rapid pH
decline, the system became more stable with a relatively low
rate of pH decline over the remainder of the NMP’s lifetime
in the fabrication process with a minima of pH 4.83 observed
after 2328 h. Based on these results, there is a clear corre-
lation between the affinity for cobalt dissolution and the pH
of NMP. High cobalt levels were observed in the solvent after
exposure to 15,000 WIP wafers whilst the pH of the NMP

was shown to rapidly decrease in a relatively short initiation
period. )is pH decline in correlation with the increased
transition metal concentration dissolved within the NMP
over time is in agreement with the consensus of current
literature that an acidic media facilitates the dissolution of
transition metals [17, 18]. Furthermore, although the rate of
cobalt dissolution appears to dominate in comparison to the
other metals monitored by ICP-OES analysis, there are
currently no insights into the role of a purely organic me-
dium in the dissolution mechanism of such metals; thus, the
reason for preferential solvation of cobalt is unknown.
However, the kinetics and mechanism of cobalt dissolution
have been studied extensively in acidic aqueous media and in
the presence of organic additives [19–21]. Under such
aqueous acidic conditions, the dissolution of cobalt and
other transition metals proceeds via the interaction of metal
oxide sites with H+ ions and/or H− anion pairs with organic
additives accelerating the process via complexing with the
metal sites. )is combined study using ICP-OES analysis
and pH measurement has provided crucial insights into the
source of acidification in the system. Given that a nitrogen
blanket was used in these ICP-OES/pH trials, effects of aerial
exposure such as excessive water and CO2 content [14] can
be discounted; hence, the acidification of the chemical en-
vironment was purely a phenomenon of the NMP-wafer
interaction.

3.3. pH Analysis of NMP Degradation in the Presence of
Cobalt. With the considerable amount of cobalt dissolved
by NMP during the ICP-OES experiments, small scale
monitoring was then used to observe the role of cobalt in the
decline of the pH of NMP. To avoid the effects of other WIP
wafer materials, cobalt was suspended on a standard ion-
exchange type Y zeolite support and placed in NMP under
standard photolithography lift-off operating conditions in
the presence of both oxygen-rich and nitrogen-rich envi-
ronments. Under oxygen-rich conditions, a period of rapid
pH decline was observed over the initial 44 h with the
systems pH dropping from 8.95 to 4.48.)is was followed by
a continued period of pH decline but at a much slower rate
with a minima of pH 3.47 being observed after 164 h.
Comparatively, under nitrogen-rich conditions this initial
period of rapid pH decline was almost eliminated with pH
dropping from 8.06 to 6.71 over the initial 44 h. Additionally,
the pH of NMP under nitrogen-rich conditions remained
stable in the range of pH 6.8 to 6.4 for the remainder of the
reaction period (Figure 2(c)). Hence, it can be seen that in an
oxygen-rich environment the pH of NMP rapidly declines to
an acidic pH in a short period of time. In contrast, when the
same system was saturated with nitrogen, the initial rapid
pH decline of NMPwas almost eliminated. Furthermore, the
rate of pH decline was significantly suppressed by the pH
stabilized-NMP in a weakly acidic pH range of 6.8 to 6.4.
)is was also observed in the pre-photolithography lift-off
process ICP-OES experiments in which the pH of the NMP
used in this fabrication step remained stable over a period of
months, reaching a minimum of pH 4.83 after approxi-
mately three months and exposure to 15,000 WIP wafers. It
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was then concluded that oxygen plays a crucial role in the
degradation of NMP leading to the observed acidic solution,
thus prompting the use of LC/UV and LC/MS techniques to
assess the acidification mechanism at the molecular level.

3.4. Catalytic Oxidation Assessment by LC/UV. After expo-
sure to the Co-Na Y-52 zeolite, NMP was mainly degraded
into relative retention time (RRT) 0.92 (10.5%), NMS (15%),
and RRT1.16 (11.4%) and other minor degradation products
at RRT 0.27 (2.5%), RRT 1.52 (2.1), and RRT 1.82 (1.5%) as
shown in Figure 3(b). Degradation was substantially sup-
pressed under nitrogen atmosphere with RRT 0.92 (∼4.3%)
and NMS (2.8%) being the main degradation product as

shown in Figure 3(c). NMS identity was confirmed by using
NMP degradation products and process impurities standard
solution mix as per Figure 3(f). An impurity profile sum-
mary is shown Table 1.

Based on previous literature by Patton and Drago [10],
we hypothesized that NMP oxidative degradation products
were the source of the observed pH decline in which cobalt
could interact with triplet state molecular oxygen in the
system to generate a reactive metal-peroxo species. )ese
reactive species may be the source of a Class IV-type radical
oxidative mechanism with NMP [11, 12] due to the sus-
ceptibility of the α-carbon position of lactam compounds to
hydrogen abstraction [10, 22–24]. To test this hypothesis, we
employed LC/-UV to quantify changes in NMP levels during
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its exposure to cobalt under small-scale reaction conditions.
Our analytical method was developed to detect and quantify
the known impurities/degradation products of NMP, in-
cluding NMS as identified by various authors [10, 15–17], as
well as succinimide and pyrrolidin-2-one (2P) which were
observed by Friesen et al. [25]. LC profiles presented in
Figure 3 show that only NMS was observed under the

studied experimental conditions (Figure 3(b)). )e forma-
tion of NMS was observed in previous studies [15–17] and
agrees with the oxidative pathway outlined by Drago [12].
)is figure also shows that nonidentified (unknown) deg-
radation products (RRT 0.92 and RRT 1.16) were formed in
high levels. By replacing the oxygen gas with inert nitrogen
(Figure 3(c)), the oxidative degradation reaction was sig-
nificantly suppressed showing that the main degradation
products (RRT 0.92) and NMS were detected at a lower
concentration compared with the oxygen-assisted oxidation.
)e proposed chromatographic platform is a suitable sta-
bility-indicating method as all known process impurities and
main degradation products are well separated.

3.5.Mass Spectrometry Characterisation. To characterize the
unknown degradation products, mass spectrometry analysis
was conducted on both samples. Table 2 summarizes all MS
data generated which includes accurate mass measurements,
fragmentation, and deuterium exchange analysis.

Potential structures were proposed based on the data
generated (Figures 4 and 5) and a chemical degradation

Table 1: Impurity profile by LC/UV.

Sample ∼RT∗ (min) ∼RRT∗ Area %

Nitrogen filled
2.27 (NMS) 0.67 2.8

3.11 0.92 4.3
4.49 1.33 0.6

Oxygen filled

0.91 0.27 1.1
2.28 (NMS) 0.67 15.0

3.10 0.92 10.5
3.92 1.16 11.4

5.14 (split peak) 1.52 2.1
6.15 1.82 1.5

RT: retention time, RRT: relative retention time to NMP, NMS: N-
methylsuccinimide.
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pathway was suggested as shown in Figure 6. To identify as
many reaction products as possible, both ESI-MS and MS/
MS experiments were conducted in positive ion modes with
a scan range of 50–250Da. NMP was detected in positive ion
mode at m/z 100.0759Da with a mass accuracy of 1.0 ppm
(Figure 4(b)). MS2 of the parent at 100.07Da showed a main
daughter ion at m/z 58Da and a minor product ion at m/z
72Da (Figure 4(b)). One of the main degradation products
identified in LC-UVwas N-methylsuccinimide (NMS) (RRT
0.63) (Figure 3(a)), this was confirmed by LC/MS in positive
ion mode at m/z� 114.0552Da with a mass accuracy of
2.1 ppm (Figure 4(c)), main daughter ion atm/z� 86Da, and
no exchangeable protons were observed (Figure 4(c)). )e
identification was also confirmed using a standard.)emain
degradation product at RRT 0.92 showed a parent ion atm/z
116.0708Da and a product ion atm/z 73Da (Figure 4(d)). In
a review, Von Sonntag and Schuchmann [26] have shown
that concomitant formation of hydroxycarbonyl and di-
carboxylic compounds can occur during the oxidation of
organic compounds in the aqueous phase. Moreover,
Friesen et al. [25] also observed the simultaneous formation
of NMS (dicarbonyl) and 5-hydroxy-N-methylpyrrolidone
(5-HNMP). )erefore, the formation of 5-HNMP was

proposed for the unknown degradant at RRT 0.92 based on
mass accuracy (1.46 ppm), good agreement with fragmen-
tation patterns (loss of CH2 CO), and deuterium exchange
analysis data as one exchangeable proton was observed. )e
identification was also confirmed using a standard.

Regarding RRT 1.16, the same monoisotopic protonated
mass as NMS was observed (m/z 114.0553Da) (Figure 5(a)).
Atkinson [27] has shown that 1-formyl-2-pyrrolidone (FP)
is an important primary reaction product of NMP oxidation
in the gas-phase. )e monoisotopic molecular weight of FP
is 113.0471Da (mass accuracy 2.7 ppm), equal to that of
NMS. MS2 analysis revealed the formation of one dominant
daughter ion at m/z 98Da. FP is not commercially available
and could not be confirmed using a standard. )e major
fragmentation pathway of FP involves the loss of water. Such
a fragmentation leads to the formation of a major daughter
ion at m/z� 98Da, thus confirming the “tentative” identity
of FP. It is therefore likely that FP may be the unidentified
primary reaction product detected in LC-UV at RRT 1.16.

)e formation of a compound detected at m/z
118.0865Da (RRT 0.27) could correspond to the hydrolysis
of NMP to N-methyl-4-aminobutanoic acid (NM4ABA) in
residual water contained within NMP (Figure 4(a)). )e

Table 2: Mass spectrometry data summary.

Peak (RRT) Monoisotopic [M+H]+ Mass accuracy (ppm) D2O Ex protons Fragments (m/z) Proposed structures

0.27 (NM4ABA) 118.0865 2.2 2 100/88

N OOH

0.67 (NMS) 114.0552 2.1 0 86
N OO

0.92 (5-HNMP)
116.0708 1.5 1 73

N OHO

1.16 (FP)
114.0553 7.0 2.7 1 98 N O

O H

1.33 (2-NEP)
130.0867 3.7 1 112 N O

HO

1.52 (2-AP)
128.0710 3.0 1 (first)

0 (second) 100 N O

O

N+ OH

O1.82 (NEP)
114.0915 1.8 0 100

N O

NMP
100.0758 1.0 0 58

N O

NM4ABA: N-methyl-4-aminobutanoic, NMS: N-methylsuccinimide, 5-HNMP: 5-hydroxy-N-methylpyrrolidone, FP: 1-formyl-2-pyrrolidone, 2-AP: 1-(2-
hydroxyethyl)-2-pyrrolidone, 2-NEP: 1-acetyl-2-pyrrolidone, NEP: N-ethylpyrrolidone, and NMP: N-methylpyrrolidone.
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presence of the proposed molecule was suggested by Zegota
et al. [28] and confirmed by further studies [29]. Finally,
Drago and Riley [30] have characterized NM4ABA during
the oxidation of N-alkylamides in the aqueous phase. Un-
fortunately, commercial standards of NM4ABA are not
available; therefore, the identification was solely based on the
MS data. Two deuterium exchangeable protons were ob-
served along with daughter ions at m/z� 100 and 88Da,
respectively, and a mass accuracy of 2.2 ppm. Hence, it is
likely that the peak at RRT 0.27Da corresponds to
NM4ABA. Other minor impurities observed at RRT 1.33,
RRT 1.52, and RRT 1.82 have shown an oxidative degra-
dation pathway and were not observed in a nitrogen at-
mosphere. As identification of minor impurities is not the
main aim of this study, standard confirmation was not
performed. RRT 1.82 was proposed as N-ethylpyrrolidone

(NEP), a well-known process impurity. Protonated mono-
isotopic (m/z 114.0915Da) mass agreed with the proposed
structure with a mass accuracy of 1.8 ppm (Figure 5(b)). MS2
has shown a main fragment at m/z 100 corresponding to a
loss of CH3. Deuterium exchange experiments further
confirmed the proposed structure as no exchangeable
protons were observed. )e proposed NEP followed an
oxidative degradation pathway by forming RRT 1.33 (split
peak) 1-(2-Hydroxyethyl)-2-pyrrolidone (2-AP) at m/z
128.0710Da (Figure 5(d)) and RRT 1.52 (1-acetyl-2-pyrro-
lidone, 2-NEP) at m/z 130.0867Da (Figure 5(c)). Both
degradations have shown good mass accuracy against
suggested structures (3.02 and 3.73 ppm, respectively).
Fragmentation showed a loss of CO (28Da) for RRT 1.33
and loss of water (18Da) for RRT 1.52, and exchangeable
protons further confirmed the proposed structures.
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Figure 4: High resolution mass spectra (MS) and product ion (MS2) spectra of (a) compound detected as protonated mass at m/z
118.0865Da (mass accuracy 2.2 ppm) corresponding to RRT 0.27 in the LC/UV platform with MS2 atm/z 88.10 and 100.11. )is proposed
compound could correspond to the hydrolysis of the NMP to N-methyl-4-aminobutanoic (NM4ABA) in residual water contained in NMP.
(b) NMP showing parent protonated mass at m/z 100.0759 (mass accuracy of 1.02 ppm) and MS2 at m/z 58.07. (c) N-Methylsuccinimide
(NMS) corresponding to RRT 0.63 at m/z 114.0552Da with a mass accuracy of 2.1 ppm and main daughter ion at m/z 86.06Da. (d) Main
degradation product at RRT 0.92 (LC/UV) showed a protonated parent mass atm/z at 116.0708Da and a product ion atm/z 73.11 proposed
as 5-hydroxy-N-methylpyrrolidone (5-HNMP) with a mass accuracy of 1.5 ppm.
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3.6. ProposedDegradationChemistryMechanisms. Based on
the identified reaction products, we suggest a mechanism
of oxidation/hydrolysis of NMP in the nonaqueous
phase, under oxygen conditions and cobalt-sodium
Y-zeolite catalyst (Figure 6(a)) as the main degradation
pathway. )is oxidation is partially quenched by using an
inert atmosphere. )e reaction can proceed via three
different pathways (Figure 6(a)). Pathway I: )e attack of
OH. radicals proceeds via a hydrogen abstraction on the
CH2 group adjacent to the amine group of NMP [17].
)is leads to the formation of an alkyl radical which
reacts with dissolved oxygen to form a peroxyradical. By
analogy with the aqueous phase behavior of other peroxy
radicals [25, 27], this radical can self-react to form a
tetroxide, which rapidly decomposes into NMS. Pathway
II: )e attack of OH. radicals proceeds via a hydrogen
abstraction on the methyl group of NMP. )is pathway
leads to the formation of another alkyl radical, which
then reacts with dissolved oxygen to form a peroxy

radical. )is peroxy radical can self-react to form a te-
troxide which rapidly decomposes, leading to the for-
mation of FP. )e LC-UV analysis confirmed the
importance of this pathway as FP accounted for 11.4% of
NMP degradation. )is second pathway was previously
mentioned by Friesen et al. [25] only briefly, and to the
best of knowledge, our study is the first experimental
evidence of this pathway. Pathway III: )is pathway is
more speculative than pathways I and II. An analogous
pathway was previously identified by Horikoshi et al.
[31–33], who performed OH-oxidation of 2P in the
aqueous phase in the presence of solid phase TiO2. In our
conditions, i.e., in the absence of particles, this pathway
did not occur. However, this pathway should be con-
sidered under real tropospheric conditions as solid phase
particles of various origins are present in aqueous
droplets. It proceeds via a ring opening mechanism,
leading to the formation of NM4ABA. We have also
proposed a degradation pathway for minor impurities

50 60 70 80 90 100 110 120 130 140 150 160 170 180 190 200 210 220 230 240 250
0

100 2.7427 ppm

95 100

98.11

105

Re
la

tiv
e

ab
un

da
nc

e MS2@114.05
114.0553
C5H8O2N

m/z

(a)

50 60 70 80 90 100 110 120 130 140 150 160 170 180 190 200 210 220 230 240 250
0

100 1.8126 ppm

100.08

80 100 120

Re
la

tiv
e

ab
un

da
nc

e MS2@114.09

114.0915
C6H12ON = 114.0913

m/z

(b)

50 60 70 80 90 100 110 120 130 140 150 160 170 180 190 200 210 220 230 240 250
0

100 3.7324 ppm

82 112

112.05

Re
la

tiv
e

ab
un

da
nc

e MS2@130.09

130.0867
C6H12O2N

m/z

(c)

15050 60 70 80 90 100 110 120 130 140 160 170 180 190 200 210 220 230 240 250
0

100
3.0195 ppm

70 100 130

100.09

Re
la

tiv
e

ab
un

da
nc

e MS2@128.10

128.0710
C7H14ON

m/z

(d)

Figure 5: High resolution mass spectra (MS) and product ion (MS2) spectra of (a) RRT1.16 (LC/UV platform) observed atm/z 114.0553Da
proposed as 1-formyl-2-pyrrolidone (FP) (mass accuracy of 2.7) with a one dominant daughter ion, atm/z 98.11Da. (b) RRT 1.82 (LC/UV
platform) was proposed as N-ethylpyrrolidone (NEP) (mass accuracy 1.8 ppm) a well-known process impurity. Mass spectrum showed a
protonated mass at m/z 114.0915Da with a MS2 spectrum at m/z 100.08 corresponding to a loss of CH3. (c) RRT 1.52 was proposed as (1-
acetyl-2-pyrrolidone, 2-NEP) atm/z 130.0867Da with a mass accuracy of 3.7 ppm and amain daughter ion atm/z 112.05 corresponding to a
neutral loss of carbon monoxide (CO). (d) RRT1.33 (split peak) was proposed as 1-(2-hydroxyethyl)-2-pyrrolidone (2-AP). Mass spectrum
displayed protonated mass at m/z 128.0710Da and main fragment at m/z 100.09 corresponding to a water loss.

Journal of Analytical Methods in Chemistry 9



(Figure 6(b)). Degradation chemistry in this case was
similar to that proposed for pathway II.

4. Conclusion

)is study has confirmed our hypothesis that NMP oxi-
dation is present in the photolithography lift-off process
under current photoresist removal operating conditions. For
the first time, the pH of NMP has been monitored
throughout the NMP oxidative degradation pathway on
both production- and pilot-scale processes. It has been
demonstrated that oxidation was shown to correlate with
decreasing pH, and that it can be quenched by using an inert
nitrogen atmosphere. )e acidification of the chemical
environment during the lift-off stage was correlated to the
dissolution of transition metal layers deposited on the
surface of the wafer substrate prior to the lift-off stage. We
have identified pH as a key process input variable (KPIV) in
photolithography, and suggest that strict processes to
measure and control the pH of NMP should be implemented

to avoid undesirable corrosion defects within the wafer
build. )e use of this novel multiplatform analytical ap-
proach will be of great benefit to process engineers in
assessing problematic areas of the photolithography lift-off
stage. Consequently, this study has implications for the
design of microelectronic fabrication processes, the opti-
mization of critical stages within the wafer build, and
demonstrates the need for more control regarding quality,
stability, and sustainability of industrially accepted materials
used in the photolithography process.

Abbreviations

LC/MS: Liquid chromatography/mass spectrometry
LC/UV: Liquid chromatography/ultraviolet detection
NMP: N-Methyl pyrrolidone
ESI: Electrospray ionization
MS: Mass spectrometry
ICP-
OES:

Inductively coupled plasma optical emission
spectrometry.
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Figure 6: Proposed degradation chemistry mechanisms. (a))e reaction may proceed via three different pathways. Pathway I:)e attack of
OH radicals proceeds via a hydrogen abstraction on the CH2 group adjacent to the amine group of NMP being NMS the main degradant.
Pathway II: )e attack of OH radicals proceeds via a hydrogen abstraction on the methyl group of NMP leading to the formation of FP.
Pathway III: )is pathway is more speculative than pathways I and II, and it may proceed via a ring opening mechanism, leading to the
formation of NM4ABA. (b) Degradation pathways for minor impurities have also been proposed and it was like the proposed pathway II. N-
Methyl-4-aminobutanoic (NM4ABA), N-methylsuccinimide (NMS), 5-hydroxy-N-methylpyrrolidone (5-HNMP), 1-formyl-2-pyrrolidone
(FP), 1-acetyl-2-pyrrolidone (2-NEP), and 1-(2-Hydroxyethyl)-2-pyrrolidone (2-AP).
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