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Abstract In order to assess the susceptibility of candidate structural materials to liquid metal 

embrittlement, this work investigated the tensile behaviors of ferritic-martensitic steel in static lead 

bismuth eutectic (LBE). The tensile tests were carried out in static lead bismuth eutectic under 

different temperatures and strain rates. Pronounced liquid metal embrittlement phenomenon is 

observed between 200 ◦C and 450 ◦C. Total elongation is reduced greatly due to the liquid metal 

embrittlement in LBE environment. The range of ductility trough is larger under slow strain rate 

tensile (SSRT) test. 
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1. Introduction 

The concept of Accelerator Driven Sub-critical (ADS) system [1-3] was proposed in 1990s to 

transmute the nuclear waste. The strategic objective of ADS is to transmute (burn up) long-lived 

minor actinide in order to reduce the amount and the radiotoxicity of high radio-toxicity level 

nuclear waste, and to close the fuel cycle including minor actinides [3]. In ADS, the neutrons are 
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produced to transmute the long-lived elements into short-lived elements [4, 5]. Over the sodium 

alloy used in sodium cooled fast reactor, the lead and lead alloy, especially the lead-bismuth eutectic 

(LBE), are considered as the primary candidate for coolant and/or spallation target of ADS. 

Many candidate structural materials suffer from serious corrosion from LBE at elevated 

temperatures. However, low melting point (126 ◦C) of LBE enables ADS to operate in the lower 

temperature range than pure lead. These lower operating temperatures, in the range of 250-550 ◦C, 

may be low enough to reduce the corrosion susceptibility making it possible to use commercially 

available high strength, creep resistant steels [6]. In addition, the currently envisaged approach to 

mitigating liquid metal corrosion relies on combining lower operating temperatures with a precise 

control of the concentration of dissolved oxygen in the heavy liquid metal, as it has been shown that 

the formation of oxides scales on the steel surface minimizes the undesirable steel dissolution [7]. 

Apart from the corrosion issues, the challenge of liquid metal embrittlement (LME) is mostly 

in fulfilling preconditions. The phenomenon of LME is the drastic reduction in strength and ductility 

of original ductile solid metal in contact with special low melting point liquid metal directly [8-11]. 

9% Cr ferritic-martensitic steels, which are considered as the structural materials for ADS, are 

prone to the LME effects. The mechanical properties of steels deteriorate when stressed in liquid 

metal environment [12-14]. Literature [10, 15] shows that the total elongation, strength, fracture 

energy, creep-rupture, ductility, fatigue life of structural materials are deteriorated by LBE. The 

elongation at room temperature after pre-exposure to LBE also degrades [16]. Some premature 

failure of structure material will occur without necking [17]. So, it is necessary to avoid the possible 

LME phenomenon for the long-term safe operation of ADS. 

LME phenomenon is pronounced especially in the range of 300-550 ◦C according to literature 

[6], coinciding with the operation temperature range of experimental ADS system. The 

susceptibility of structural materials to LME is unacceptable for ADS long-term safe operation 

criterion. So, it is important to investigate the LME phenomenon in order to ensure the compatibility 

of structural materials with LBE. 

By now, a large number of investigations on LME have been carried out. Although much 

experimental data is available, the mechanism of LBE embrittlement effects on martensitic steel is 

not yet clear [18]. The reason is that the embrittlement phenomenon is complicated. The LME 

phenomenon depends on many parameters [6, 19], including temperature, composition, 
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microstructure, strain rate, hardness, stress concentration and surface state. Nicaise et al. [20] 

considered LME as the decrease of surface energy by wetting. Others attributed it to the dynamic 

strain aging (DSA) or liquid metal environment assisted crack (EAC) nucleation and branching [8, 

21], stress assisting liquid metal to dissolve and transport solid metal atoms, complex oxidation 

reaction, etc. [8-11, 13, 22]. 

The aim of this experiment is to assess the susceptibility of SIMP steel to LME in a range of 

simulated operating conditions. The tensile behaviors of SIMP steel in static LBE are investigated 

at different temperatures. The total elongation as a function of temperature was measured to find 

the ductility trough. The LME likely occurs under slow strain rate tensile (SSRT) conditions [18, 

19, 23, 24]. Long et al. [25] reported that the T91 steel tempered at low temperature demonstrated 

more pronounced susceptibility at SSRT. So, the tensile tests were performed under different strain 

rates to investigate the possible LME phenomenon. 

Previous studies [5, 19] show that ferritic-martensitic steels are more prone to LME than 

austenitic steel 316L. The elongation degrades greatly when tensile tests were carried out at the 

temperature interval of 300-550 ◦C, i.e., the ductility trough [6, 19, 24]. The candidate ADS 

structural materials, such as T91, will serve in irradiation environment and be subject to irradiative 

damages, such as swelling, creep, hardening and embrittlement. Previous tests [23, 26] show that 

after irradiation or tempering at low temperatures, the steels with higher hardness are more 

susceptibility to LME. 

A previous study used T91 tempered at low temperatures and mentioned the difficulties in 

handling radioactive materials and the lack of irradiated specimens [25]. Literature [20, 25, 27] 

shows that T91 is sensitive to LME phenomenon after tempering at 500 ◦C in LBE and lead. In this 

experiment, SIMP steel was tempered at 500 ◦C to obtain high hardness. It is possible for SIMP steel 

to be more prone to LME phenomenon than T91 because of the higher carbon and other alloying 

element contents. 

2. Experimental procedure 

2.1 Materials and specimens 

The steel employed in this research is the newly developed SIMP steel. The chemical 

composition of the experimental steel is shown in Table 1. The SIMP steel was normalized at 1050 

◦C for 30 min, and then tempered at 500 ◦C for 90 min. 
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Table 1 Chemical composition of the experimental SIMP steel (wt%) 

C Cr W Mn Si V Nb Ta 

0.2 10.7 1.2 0.5 1.4 0.2 0.01 0.1 

The original microstructure of SIMP steel is the tempered martensite. The average size of 

primary austenite grains is approximately 20 μm. The lath microstructure of the SIMP steel is shown 

in Fig.1. Ref. [28] gives a detailed analysis of carbide precipitation in this type of steels. 

The cylindrical tensile specimens with gauge length of 25 mm and diameter of 4 mm were 

machined. The dimension of the tensile specimens is shown in Fig.2. The native oxide film on the 

gauge of the tensile specimens was removed by grinding using abrasive paper of 2000 # prior to 

tensile tests. The purpose of removing the oxide film is to improve the contact between the steel 

surface and LBE. 

The liquid lead-bismuth alloy employed for the tests is at the eutectic composition, 55.5 wt% 

Bi and 44.5 wt% Pb. The liquid lead-bismuth eutectic (LBE) was greatly purified. The trace content 

of impurities are listed below: Mg, Al, Cr, Ni, Cu, Zn, As, Sb, Cd each < 1 ppm, Sn < 3 ppm, Fe, 

Ag each < 5 ppm, Si < 10 ppm. Nitrogen and carbon are not detected in LBE. 

The LBE employed was machined into cylindrical ingots by electrical discharge machining 

(EDM) to fit into the tank before experiments. The cylindrical LBE ingots were ground by sand 

paper to remove oxide film, cleaned in ethanol in an ultrasonic machine, and then dried in air and 

sealed to avoid oxidization. No special wetting solutions were used to improve the contact between 

LBE and the surface. 

2.2 Testing device and procedure 

The tensile tests were performed at two different cross head displacement rate of 1.5 mm/min 

and 0.15 mm/min, corresponding to initial strain rates of 1.25×10-3 s-1 and 1.25×10-4 s-1, respectively. 

The tensile specimens were separated into two groups. Group-I was tested at the cross head 

displacement rate of 1.5 mm/min. The SSRT tests of Group-II were carried out at the displacement 

rate of 0.15 mm/min. The tensile tests to assess the possible LME phenomenon were performed 

between 200 ◦C and 500 ◦C. It is difficult to obtain the temperature below 200 ◦C accurately due to 

the limit of the temperature controlling system, so no tensile test was performed below 200 ◦C. 

The tensile tests were performed in a MTS mechanical testing machine with 50 kN load 
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capacity. A special device for tensile testing in LBE was designed and made, which is composed of 

three components: a down cross head, a long upper cross head and a pipe. The down cross head is 

welded to the pipe for LBE storage. The pipe is long enough to contain adequate amount of LBE 

and the gauge length of the tensile specimens was immersed in LBE during testing. A sketch of the 

tensile set-up for the LME test is shown in Fig.3. Similar test set-ups had been used to assess the 

LME of T91 in LBE and lead [20, 29]. 

The atmosphere in experimental set-up was controlled through Ar gas purging. The oxygen 

concentration in LBE varies at different temperatures. According to literature, the oxygen 

concentration in LBE is lower than 1 ppm at 250 ◦C [18]. 

After rupture, the residual LBE adhered to the fracture surfaces was removed in the following 

way. After extracting from the melt, the broken tensile specimens were cleaned in the liquid mixture 

of acetic acid (CH3COOH), hydrogen peroxide (H2O2) and ethanol (C2H5OH) at a ratio of 1:1:1. 

This solution removed solid LBE without affecting the fracture morphology. After the residual LBE 

on the surfaces was removed, the fracture surface of the samples was analyzed by using scanning 

electron microscopy (SEM). 

The influence of liquid LBE on the tensile properties of SIMP steel is determined by comparing 

the tensile test results in LBE and Ar gas environments. 

3. Results 

3.1 Tensile tests 

3.1.1 Tensile curves 

In LBE, the tensile specimens ruptured in a brittle mode. A photograph of one tensile specimen 

is shown in Fig.4. The total elongation and area reduction are significantly reduced. No obvious 

necking is observed. 

To examine the embrittlement effects of the liquid LBE at different temperatures, the tensile 

curves of SIMP in both Ar and LBE environments are shown together for the purpose of comparison. 

Tensile curves of SIMP at the same temperature are shown in Fig.5 to reveal the LME phenomenon. 

The tensile curves reveal that the embrittlement phenomenon occurs at 250 ◦C and disappears 

at 450 ◦C. When tested in the interval of 250-400 ◦C, it can be found that the premature fracture 

occurs during tensile testing, for some specimens even before necking starts. The tensile curves 

obtained at 500 ◦C in Ar and LBE environments match well. 
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3.1.2 Total elongation 

The temperature interval where the elongation decreases is defined as “ductility trough”. 

Detailed total elongation data is given in Fig.6. The diagram shows significant reduction in total 

elongation in LBE environment. The total elongation obtained in LBE recovers at 450 ◦C. 

When tested at 500 ◦C, the total elongation in LBE is 18 %, the same as that in Ar environment. 

3.1.3 Fracture analysis 

The SEM observation was performed on all the broken specimens to identify the fracture mode. 

The micrographs on specimens ruptured in both Ar and LBE at selected temperatures are shown in 

Fig.7. The changes of tensile behaviors correlate with the fracture feature. 

All of the specimens tested in Ar environment show ductile fracture and dimples. The size of 

dimples on the fracture surface increases with increasing test temperature. The samples show more 

necking prior to fracture. Cup and cone shape characteristic of ductile failure can be found when 

ruptured in Ar gas environment. 

The samples tested in liquid LBE present generally brittle fracture, as seen in the right column 

of Fig.7 for specimens tested in LBE. The embrittlement phenomenon is drastic and the samples 

broke after small plastic deformation. The fracture surfaces of the specimens tested in LBE have 

clear river patterns. However, other samples out of ductility trough have dimples and indicate fully 

ductile fracture feature. 

The locations of crack initiation are found at the margin of fracture surfaces, not the center. 

The cracks propagated along grain boundaries and the tensile specimens broke in brittle manner. Ye 

et al. consider that LBE promotes the formation of radial cracks and of brittle fracture in many 

localized zones [30]. 

Sometimes, it is difficult to find whether LME occurs or not just by comparing tensile curves 

obtained in LBE and Ar. The brittle fracture observation shows more clearly LME. In the overview 

of fracture surface at 200 ◦C obtained in LBE, one can see that the specimen ruptures in ductile 

mode and shows obvious necking. The fracture surface contains dimples. However, it is interesting 

to find a small area showing brittle rupture feature at the peripheral of fracture surface. River pattern 

characteristics are observed in this area. The presence of mixed brittle-ductile fracture indicates that 

the onset of the ductility trough is 200 ◦C in tensile test. 

3.2 SSRT 
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3.2.1 Tensile curves 

Some previous investigations on the T91 susceptibility to LME were performed under SSRT 

according to literature [18, 19, 23, 24]. They reveal that T91 is more sensitive to LME in SSRT. The 

present SSRT results of SIMP agree with the previous T91 tests. 

Despite a small deviation due to experimental scatter, most specimens in LBE ruptured prior 

to those in Ar gas environment. When tensile tests were carried out at the strain rate of 1.25×10-3 s-

1, the LME phenomenon occurs in the interval of 250-400 ◦C. However, when the tensile tests were 

performed under the strain rate of 1.25×10-4 s-1, the LME phenomenon appears between 200-450 

◦C. The slow strain rate tensile tests enlarge the ductility trough. The ductility recovers at 500 ◦C in 

both tensile tests in spite of the different strain rates. Selected curves of SSRT are shown in Fig.8. 

3.2.2 Total elongation 

Fig.9 summarizes the temperature dependency of total elongation tested in both Ar and LBE 

environments. One can see that the ductility obtained in LBE is reduced greatly between 200 and 

450 ◦C compared to that in Ar gas environment. The total elongation in LBE recovers and returns to 

the same level as that in Ar environment at 500 ◦C. The SSRT tests in LBE were not performed 

below 200 ◦C, so the real onset of the ductility trough is in fact not known. 

3.2.3 Fracture analysis 

To examine the influence of the strain rate, selected Group-II fracture surfaces are shown in 

Fig.10. The SEM examination indicates that the fracture modes of specimens tested in Ar at all 

temperatures are ductile, as shown with the three example tests in the left column of Fig.10. The 

fracture surfaces of the specimens tested in LBE illustrate the embrittlement effect, showing brittle 

fracture surface. Flat and perpendicular fracture dominates the fracture surface. 

Detailed SEM examination of the fracture surface reveals that the SIMP steel tested in gas 

environment (see left column in Fig.7 and Fig.10) has dimples and shows the cup and cone shape 

characteristic of ductile failure. Obvious necking can be observed. 

The gauge diameter of the SIMP tensile specimens in LBE is 4 mm. The diameter of the 

ruptured specimens can be seen in the macro views of SEM fractural analysis. In most cases, the 

diameter is nearly the same as original specimens, as depicted in Fig.4, Fig.7 and Fig.10. It indicates 

that the area reduction rates are decreased. There is little necking of the specimen prior to fracture. 

In comparison, the fracture surfaces obtained in Ar at the temperature range of 200-450 ◦C show 
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obvious necking. 

In both Group-I and II, the observation of fracture tested in liquid metal environment shows 

no penetration of LBE. There is no great difference on fracture surface between tensile and SSRT 

tests in the same environment. 

4. Discussion 

The effects of liquid metal embrittlement on ductile metals have been investigated for many 

years. It is defined as elongation reduction of the ductile metals when in contact with special liquid 

metals. However, the mechanism of embrittlement by lead and LBE is still unclear.  

The LME phenomenon is more evident when the specimens are loaded in the center of ductility 

trough and slow strain rate tests where several lateral cracks are visible on the fracture surface. The 

secondary cracks are observed on the fracture surface. The nucleation of river pattern cracks is found 

to locate on the periphery of fracture surface. The initiation of cracks at the margin of fracture 

surface is observed. The cracks propogated and branched during tensile testing, which indicates that 

the interactions between liquid metal and solid metal resulted in LME. 

The river pattern fracture on the surface of the tensile specimens indicates clearly LBE 

embrittlement effects at temperature over 250 ◦C [18]. Only at a given temperature interval does the 

LME phenomenon appear. The presence of ductility trough might be due to the synergetic effects 

of liquid metal atoms and temperature. It is known that wetting is a prerequisite for LME to occur. 

In this experiment, all the specimens tested in Ar gas environment rupture in a ductile mode. The 

LME will not appear if the temperature is too low for wetting to occur. With temperature increase, 

good wetting on solid-liquid interface is obtained and the LME occurs. At this temperature range, 

the ductility is not high enough and brittle fracture dominates. When the temperature is further 

increased to higher levels, the ductility of materials increases and exceeds brittle fracture effects. 

Ductile fracture dominates the fracture pattern, the ductility recovers and LME disappears. 

The extent of the brittle fracture decreases with the increase of the cross-head displacement 

rate [18]. A low strain rate encourages wetting of fresh metal surface that appears by breaking the 

oxide layer on the samples and allowing the penetration of LBE [24]. The LME effect is more 

pronounced for the lower rate due to the longer contact time. However, the cracks are observed on 

fracture surfaces, as shown in Fig.7 and Fig.10. It is possible for liquid metal atoms to penetrate into 

the cracks after rupture and before extracting the broken specimens from melt. Some advanced 
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analysis techniques such as FIB and TEM are used to find the penetration of LBE into martensitic 

laths [31]. 

Literature shows that T91 is prone to LME after being tempered at 760 ◦C, 600 ◦C and 500 ◦C 

[25]. Tests of LME of SIMP steel are new. Further investigations are ongoing. 

5. Conclusions 

The tensile behaviors of SIMP steel in static LBE are investigated for the first time. Some 

conclusions can be reached based on the results of the experiments. It is revealed that the SIMP is 

susceptible to LME at different strain rates and temperatures. When tensile tested in LBE, the LME 

phenomenon is pronounced at the temperature interval of 250-400 ◦C. The total elongation is 

reduced greatly. The ductility trough is wider under SSRT. The tensile specimens rupture in brittle 

manner without obvious necking. In comparison, all of the specimens testing in Ar gas environment 

broke in a ductile manner. When tested at 500 ◦C, the ductility recovers, the fracture turns into ductile 

and dimples are present in both liquid metal and Ar gas environment. 
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Fig. 1 Microstructure of SIMP. (a) Optical; (b) TEM. 
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Fig. 2 Specimen for tensile tests. 
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Fig. 3 Schematic diagram and a photograph of experimental set-up. 
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Fig. 4 Tensile specimens before and after fracture in LBE. 



 

    

    

     
 

Fig. 5 Tensile curve of SIMP at different temperatures. 
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Fig. 6 Total elongation of SIMP at different temperatures. 
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Fig. 7 Fracture analysis of SIMP after tensile test at different temperatures. 



 

     

       

       
 

Fig. 8 Tensile curves of SIMP in SSRT. 
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Fig. 9 Total elongation of SIMP as function of temperature (SSRT). 
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Fig. 10 Fracture analysis of SIMP after SSRT test at different temperatures. 



Highlights 

 

 The tensile behaviors of SIMP steel in LBE are investigated for the first time 

 The SIMP is susceptible to LME at different strain rates and temperatures 

 The total elongation is reduced greatly 

 The ductility trough is wider under SSRT 

 The tensile specimens rupture in brittle manner without obvious necking 
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