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Abstract 

The reuse of industrial by-products such as red mud is of great importance. In the case 

of the building material industry the reuse of red mud requires a cautious attitude, since 

the enhanced radionuclide content of red mud can have an effect on human health. The 

natural radionuclide content of red mud from the Ajka red mud reservoir and the clay 

sample from a Hungarian brick factory were determined by gamma spectrometry. It was 

found that maximum 27.8 % red mud content can be added to fulfil the conditions of 

the EU-BSS. The effect of heat treatment was investigated on a red mud-clay mixture 

and it was found that in the case of radon and thoron exhalation the applied heat reduced 

remarkably the exhalation capacities. The leaching features of red mud and different 

mixtures were studied according to the MSZ-21470-50 Hungarian standard, the British 

CEN/TS 14429 standard and the Tessier sequential extraction method. The Tessier 

method and the MSZ-21470-50 standard are suitable for the characterisation of 

materials; however, they do not provide enough information for waste deposition 

purposes. To this end, we propose using the CEN/TS 14429 method, because it is easy 

to use, and gives detailed information about the material’s behaviour under different pH 

conditions, however, further measurements are necessary. 

 

Keywords 

red mud; radon exhalation; by-product; leaching; building material industry; alpha 

spectrometry; gamma spectrometry 
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1. Introduction 

There is a good potential in the reuse of NORM (Naturally Occuring Radioactive 

Material) containing industrial by-products, for example, in the building industry. 

Several studies have  dealt (Kovler et al., 2005, Somlai et al., 1997, 2008, Ducman et 

al., 2007, Szabo et al., 2013, Sas et al., 2015a) with finding environmentally friendly 

materials and methods, as well as low cost materials for building purposes. 

The annual 90-120 million ton red mud production in the alumina industry, with the 

existing store of over 2.7 billion tons, offers a good choice due to its volume (Nutecelli 

et al., 2015,  Ruyters et al., 2011.), and has been the target of numerous utilization efforts 

(Liu et al, 2012.) The traditional approach was wet or dry stockpiling or marine 

dumping, but due to the red mud’s properties there is a risk of alkali, fluoride, heavy 

metal and other contaminations, causing severe environmental concerns.  Better 

solutions are sought after; the most significant are the recovery of metals and rare earth 

elements, and use as construction material, with other possible alternatives utilising the 

high alkalinity or the heavy metal ion absorption capability (Qu et al, 2013, Liu et al, 

2012.). Still the factors causing problems during deposition (alkalinity, heavy metal and 

other toxic compound content, radioactivity, etc.) remain. 

Identification of environmental factors that pose a risk to human health along with 

understanding mechanisms leading to exposures have recently become important issues 

for scientists working with NORM. The production and design of new types of building 

materials based on NORM by-products is raising concerns among authorities, the public 

and scientists. It is incumbent on professional engineers and scientists to demonstrate 

that these materials do not pose significant risks to human health and the environment 

(WHO 2009, UNSCEAR 2008). 

From a radiological point of view, three main problems can arise in the case of the 

NORM materials: the direct gamma dose rate, radon and thoron exhalation and leaching 

of radionuclides. The gamma dose rate has been seen asa health risk for a long time, 

and is covered by the RP 112 guideline. 

The following activity concentration index (I) has been derived to identify whether a 

dose criterion is met: 

http://www.sciencedirect.com/science/article/pii/S0265931X0500055X
http://link.springer.com/article/10.1007%2FBF02033974
http://www.sciencedirect.com/science/article/pii/S0304389407006528
http://mit.imt.si/Revija/izvodi/mit076/ducman.pdf
http://mit.imt.si/Revija/izvodi/mit076/ducman.pdf
http://www.sciencedirect.com/science/article/pii/S0265931X12002640
http://link.springer.com/article/10.1007%2Fs10967-015-3966-z
http://dx.doi.org/10.1016/j.conbuildmat.2015.01.069
http://dx.doi.org/10.1016/j.conbuildmat.2015.01.069
http://dx.doi.org/10.1021/es104000m
http://dx.doi.org/10.3390/ma5071232
http://dx.doi.org/10.1016/j.biortech.2013.03.070
http://dx.doi.org/10.3390/ma5071232
http://dx.doi.org/10.3390/ma5071232
http://apps.who.int/iris/bitstream/10665/44149/1/9789241547673_eng.pdf
http://www.unscear.org/docs/reports/2008/09-86753_Report_2008_GA_Report.pdf
https://ec.europa.eu/energy/sites/ener/files/documents/112.pdf
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Where CRa-226, CTh-232, CK-40 are the Ra-226, Th-232 and K-40 activity concentrations 

in Bq/kg.  

The activity concentration index value of 1.0 can be used as a conservative screening 

tool for identifying materials that during their use would cause doses exceeding the 

reference level laid down in Article 75(1) of the 2013/59/EURATOM council directive. 

The council directive allows the dilution and mixing of construction materials as long 

as the final building product itself (the bricks) is below the activity concentration index 

value of 1.0.  

The radon isotopes are the major contributors to the ionizing radiation dose received by 

most of the population. The inhaled radon (Rn-222), thoron (Rn-220) and their 

progenies augment the risk of the evolution of pulmonary cancer (WHO 2009). Radon 

isotopes have a significant contribution to the natural background radiation of humans, 

the inhalation of Rn-222’s short-lived progenies is responsible for about half of the total 

effective dose received by humans from all natural sources of ionizing radiation. The 

EU Member States are to establish national reference levels for indoor radon 

concentrations. The reference levels for the annual average activity concentration of the 

indoor air in workplaces (buildings, underground workplaces, e.g. mines, caves, etc.) 

and residential buildings must not exceed 300 Bq m-3. (Article 75(1) of 

2013/59/EURATOM). 

Altough the main source of indoor radon is the soil, the radon exhalation of inbuilt 

materials should be kept as low as possible. For thoron the main source is the building 

material due to its short (55.6 s) half-life. In the case of elevated thoron exhalation the 

exposure to thoron may be even higher than the exposure to radon (Yonehara et al., 

2005). 

To ensure safe inbuilt building materials the exhalation of both isotopes should be 

reduced during production processes. If the thickness of the investigated sample is 

remarkably smaller than the diffusion length of radon or thoron all the emanated radon 

and thoron has a chance of being exhaled, i.e. the amount of the sample determines the 

exhalation rate, which can be related to unit mass. In the case of thoron a former survey 

http://eur-lex.europa.eu/legal-content/EN/TXT/?uri=CELEX:32013L0059
http://apps.who.int/iris/bitstream/10665/44149/1/9789241547673_eng.pdf
http://eur-lex.europa.eu/legal-content/EN/TXT/?uri=CELEX:32013L0059
http://eur-lex.europa.eu/legal-content/EN/TXT/?uri=CELEX:32013L0059
http://www.sciencedirect.com/science/article/pii/S0531513104016218
http://www.sciencedirect.com/science/article/pii/S0531513104016218
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performed by Csige et al., 2013 proved that in the case of adobe the optimal sample 

thickness is 5.0 cm to measure the thoron generation rate.  

Owing to that fact, the determination of the massic exhalation rate can provide a great 
possibility to compare exhalation features of samples in granular form (Kovler et al., 
2005, Mujahid et al,. 2005). 
Leaching tests are a very important tool to assess the long-term environmental 

behaviour and environmental impact of various materials related to toxic compounds. 

In the EU, although there are encouraging tendencies for the standardisation of methods 

such as the LEAF protocols (Kosson et al., 2014), or the harmonisation of protocols for 

waste evaluation, there are still no commonly accepted methods for the evaluation of 

the leaching characteristics of NORM materials. The used methods vary greatly, 

ranging from sequential extraction procedures (Vandehove et al., 2014) to column tests 

(Nisti et al., 2015) and single step batch extractions (Lysandrou at al., 2007) , both for 

scientific and regulatory purposes (Tiwari et al., 2015, Kosson et al., 2014). 

 
2. Measurements and methods 

2.1 Sampling and sample preparation 

Red mud samples were collected from the Ajka red mud reservoir (1-2 m depth) and 

were homogenized; homogenized clay sample was gathered from a Hungarian brick 

factory. The samples were dried to constant mass at 105 °C, crushed in a mortar and 

sieved under 0.63 mm. Homogeneity was assured by representative sampling and 

homogenisation of the powdered samples by mixing. Before measurements the samples 

were stored for 30 days in 600 cm3 radon-tight aluminium Marinelli vessels to reach the 

radioactive equilibrium between Ra-226 and Rn-222, their short-lived progenies. For 

massic exhalation measurements spherical-shaped clay-based mixture samples were 

prepared containing 20% red mud content and with a 0.5 cm diameter. The samples 

were dried and heat-treated to follow the effect of different temperatures on radon and 

thoron exhalation features.  

2.2 Gamma spectrometry 

The Ra-226 activity concentration was obtained via the radon progenies Pb-214 (295 

keV) and Bi-214 (609 keV), the Th-232 content was determined from Ac-228 (911 keV) 

http://www.sciencedirect.com/science/article/pii/S1350448713002837
http://www.sciencedirect.com/science/article/pii/S0265931X0500055X
http://www.sciencedirect.com/science/article/pii/S0265931X0500055X
http://www.sciencedirect.com/science/article/pii/S1350448705000661
http://www.vanderbilt.edu/leaching/wordpress/wp-content/uploads/600r14061-Lab-to-Field-LEAF1.pdf
http://www.sciencedirect.com/science/article/pii/S0265931X14001751
http://www.sciencedirect.com/science/article/pii/S0265931X15000788
http://www.sciencedirect.com/science/article/pii/S0265931X07002160
http://www.sciencedirect.com/science/article/pii/S1687850715000709
http://www.vanderbilt.edu/leaching/wordpress/wp-content/uploads/600r14061-Lab-to-Field-LEAF1.pdf


7 

and Tl-208 (2614 keV) and the K-40 content was measured from the 1460 keV gamma 

line (Shakhashiroa et al., 2012) by an ORTEC GMX40-76 HPGe detector. The sample 

measuring time was 80 000 s. The system was calibrated with IAEA-326 soil reference 

material. 

2.3 Radon and thoron exhalation rates  

The radon and thoron exhalation rates of samples were measured using an accumulation 

chamber technique described in former studies (Sas et al., 2012, 2015b). To obtain the 

maximum thoron release rate of samples the prepared and treated spheres were put into 

an accumulation chamber with 5 cm thickness (Csige et al., 2013). After the 

accumulation time the radon and thoron content were measured together using an 

AlphaGUARD Pro radon monitor (SAPHYMO). After the sampling had finished the 

thoron decayed in the detector chamber and only the radon was inside. The 

AlphaGUARD radon monitor is a PIC (Pulse Ionization Chamber) detector, which 

cannot distinguish between radon and thoron. This is the reason why the thoron 

concentration was obtained from the measured activity concentration difference. To 

obtain accurate thoron concentration measurements using an AlphaGUARD, a RAD7 

type radon-thoron monitor (Durridge Co.) was used as a reference instrument.  

 
2.4 Leachability experiments 

The leaching features of red mud, clay and clay-mixed red mud were investigated using 

different leaching methods, the MSZ-21470-50:2006 Hungarian standard, the British 

CEN/TS 14429 standard and Tessier sequential extraction. The MSZ-21470-50 

Hungarian standard has been selected because it’s the most common test used in 

environmental protection for heavy metals in soil in Hungary. It contains 4 different 

batch extractions, including aqua regia and HNO3+H2O2, which are necessary to give 

the total content of the material as a base of reference. It should be kept in mind while 

these methods are called ‘total digestion methods’, true total digestion would require 

additional reagents, such as HF and HClO4. The distilled water test is for simulating 

availability to rainwater (very similar to other common standards such as EN 12457-2, 

DIN 38414-S4 or the ASTM D 3987-85), while the Lakanen-Erviö solution is used for 

the estimation of availability for plants. Further advantages of the MSZ-21470-50 are: 

http://www.sciencedirect.com/science/article/pii/S0969804312002254
http://www.nipne.ro/rjp/2013_58_Suppl/0243_0250.pdf
http://dx.doi.org/10.1016/j.jenvrad.2015.06.002
http://www.sciencedirect.com/science/article/pii/S1350448713002837
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small amount of sample is necessary, it takes little time, and has a low cost compared 

to other methods. It has to be noted that while batch tests are very good for regulatory 

purposes and give indication about future leaching behaviour, the actual leaching on the 

field will differ according to the actual conditions (Ruyters et al., 2011.). The CEN/TS 

14429 standard is a commonly used method in waste disposal for the determination of 

waste behaviour under different pH conditions, furthermore it is closely related to other 

widely used methods such as US EPA method 1313 and CEN/TS14497. The pH 

dependence of leaching behaviour is very important in case of co-deposition with other 

wastes, and in methods when red mud is used to neutralise acidic compounds, its pH is 

adjusted to fit in with existing building material production or other reasons (Liu et al, 

2012.). The Tessier extraction is a well-known speciation method. It gives information 

about to what species are the leached compounds bound to and under what conditions 

do they become available. All leachates were analysed by alpha-spectrometry after 

separation by extraction chromatography using UTEVA resin and electro-deposition of 

U species (Jobbágy et al., 2010). While other relevant radionuclides are present in red 

mud, such as Ra-226, Th-232, Po-210, Pb-210 the U-238 and U-234 has been selected 

to try out and evaluate the leaching tests. 

 

2.4.1 MSZ-21470-50:2006 Hungarian standard  

MSZ-21470-50:2006 is the Hungarian standard (Hungarian Standards Institution) for 

the measurement of toxic elements, heavy metals and Chrome(VI) in soil for 

environmental protection purposes. It consists of 4 separate single-step batch processes 

(Figure 1): 

 

http://dx.doi.org/10.1021/es104000m
http://dx.doi.org/10.3390/ma5071232
http://dx.doi.org/10.3390/ma5071232
http://www.sciencedirect.com/science/article/pii/S0026265X09001726
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Figure 1: Flowchart of MSZ-21470-50 

1. Extraction with distilled water 

This step is for the determination of the rainwater available fraction. 

50 cm3 of distilled water was added to a 5.0 ± 0.01 g sample, the vessel was shaken 

vigorously for 1 minute, then was left to rest for 24 hours at room temperature. After 

the resting period the sample was shaken for 2 hours, then it was filtered using a 0.45 

μm membrane filter, the U-232 tracer was added, and the solution was taken for 

radiochemical separation and measurement. 

2. Extraction with Lakanen-Erviö solution 

This step is for the determination of the dilute puffer (0.5 mol/dm3 ammonium acetate 

+ 0.5 mol/dm3 acetic acid + 0.02 mol/dm3 EDTA) available fraction. This is considered 

to indicate the availability for uptake by plants. As it has been noted before the actual 

uptake by a given plant greatly depends on the local conditions (Ruyters et al., 2011.), 

however, because of the simplicity and rapid conduct of the Lakanen-Erviö extraction, 

it is widely used by the Hungarian authorities. 

The puffer solution was prepared in a 1000 cm3 volumetric flask. First 175 cm3 of 

concentrated ammonium hydroxide was added to 29.25 g of EDTA, then 400 cm3 of 

distilled water was added after dissolution. After that, 285 cm3 of 96 m/m% acetic acid 

and roughly 400 cm3 of distilled water was added. The pH was set to 4.65± 0.03 by 3 

mol/dm3 acetic acid or ammonium hydroxide, then distilled water was added to reach 

the 1000 cm3 mark. The dilute puffer solution was made by diluting the concentrated 

solution 1 to 5, and adjusting the pH to 4.65± 0.03 if necessary. 

The extraction was made by adding 50 cm3 of diluted puffer solution to 5.0± 0.01 g of 

dry sample, shaking it for one hour, then filtering it using a 0.45 μm membrane filter, 

the U-232 tracer was added, and the solution was taken for radiochemical separation 

and measurement. Originally the first 10 cm3 of liquid was to be discarded, but in our 

case, this wasn’t necessary, because of the measurement method. 

3.  Digestion by HNO3+H2O2 

http://dx.doi.org/10.1021/es104000m
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The MSZ-21470-50 offers the choice between traditional chemical digestion and 

microwave digestion. The procedure was as follows: 0.5 g of sample was measured in 

the vessel of the microwave digester, then 6 cm3 of 65% HNO3, 2 cm3 of H2O2 and the 

U-232 tracer were added. The vessel was closed, and the microwave program was set 

to reach 200 °C in 10 minutes, and stay at 200 °C for 20 minutes. After the vessel had 

cooled down, the solution was filtered, and taken for radiochemical separation and 

measurement. 

4. Total digestion by HNO3+HCl 

The MSZ-21470-50 offers the choice between traditional chemical digestion and 

microwave digestion. The procedure was as follows: 0.5 g of sample was measured in 

the vessel of the microwave digester, then 9 cm3 of cc. HCl, 3 cm3 of HNO3 and the U-

232 tracer were added. The vessel was closed, and the microwave program was set to 

reach 200 °C in 10 minutes, and stay at 200 °C for 15 minutes. After the vessel had 

cooled down, the solution was filtered, and taken for radiochemical separation and 

measurement. 

 

2.4.2 Tessier sequential extraction 

The Tessier sequential extraction is a 5-step process (Figure 2.), originally for the 

speciation of heavy metals (Tessier et al., 1979). The referred method describes the 

procedure for 1 g, but for the measurement of natural radionuclides 5 g was necessary 

because of the small concentrations. 

 

Figure 2: Flowchart of the Tessier 5-step sequential extraction 

 

1. Exchangeable fraction, susceptible to changes in water ionic composition.  

40 cm3 of 1M MgCl2 adjusted to pH 7, 1 h constant agitation  

2. Carbonate bound fraction becomes available with the changing of pH.  

http://pubs.acs.org/doi/abs/10.1021/ac50043a017
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40 cm3 of 1M NaOAc, adjusted to pH 5 with acetic acid, 5h constant agitation. 

3. Iron and manganese oxide bound fraction, thermodynamically unstable in 

anoxic conditions (low Eh)  

80 cm3 of 0.04M NH2OH*HCl in 25% acetic acid, 93±3 °C, 6 h with occasional 

agitation  

4. Oxidizable fraction becomes available under oxidizing conditions.  

15 cm3 of 0.02 M HNO3 and 25 cm3 of 30 % H2O2 adjusted to pH 2 with HNO3, 

85 ± 2 °C, 2h, 15 cm3 of 30 % H2O2 adjusted to pH 2 with HNO3, 8 5± 2 °C, 2h, 

wait for it to cool, 15 cm3 of 3.2 M NH4OAc in 20% HNO3 adjusted to 100 ml 

with distilled water, 30 minute agitation 

5. Residue, considered naturally not available over a reasonable timescale.  

Total microwave digestion 0.5 g sample 9 cm3 of cc. HCl, 3 cm3 of cc. HNO3, 

microwave 10 min to 200 °C, 15 min at 200 °C 

 

 2.4.3 British CEN/TS 14429 standard 

The British CEN/TS 14429 is a standard used for waste evaluation under different pH 

conditions. The test is composed of at least 8 parallel batch extractions, with initial acid 

and base addition covering the range of pH 4 to 12.  

The HNO3 or NaOH was added in three steps to 15 g of the sample with a liquid to solid 

ratio of 10, at the beginning, after 30 minutes, and after 2 hours. The amount of acid 

and base added must be chosen in a way that at the end of the procedure the range of 

pH 4 to 12 is covered with no more than 1.5 pH difference between the subsequent 

batches. In addition, the sample was tested at its natural pH. The vessels were shaken 

for 48 hours at 20 °C. The pH of each solution was measured after 4, 44 and 48 hours. 

If the pH change between the 44 and 48 hour values was no greater than 0.3, the decision 

threshold for equilibrium condition had been reached. The leachate was separated from 

the solid phase and taken for radiochemical separation and measurement. 

3. Results and Discussion 

Determination of the gamma dose surplus (I-index) 

The natural radionuclide content of the deposited red mud varied significantly, which 

requires frequent sampling and homogenizing before reuse. The Ra-226 content of 

http://shop.bsigroup.com/ProductDetail/?pid=000000000030050020
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surveyed red mud samples was 182 ± 15 Bq/kg, 245 ± 29 Bq/kg for Th-232, and 284 ± 

29 Bq/kg for K-40. Compared to other bauxite residues these values exhibit lower than 

average (Ra-226: 337 Bq/kg, Th-232: 480 Bq/kg, K-40: 205 Bq/kg) activity 

concentrations for Ra-226 and Th-232 (Nutecelli et al., 2015). Only the K-40 activity 

concentration of red mud was significantly higher than the world average of the soils 

reported in UNSCEAR2008 Annex B (Ra-226: 32 Bq/kg, Th-232: 45 Bq/kg, K-40: 412 

Bq/kg) and Radiation Protection 112 (Ra-226: 40 Bq/kg, Th-232: 40 Bq/kg, K-40: 

400 Bq/kg). The investigated clay sample exhibited 40 ± 8 Bq/kg Ra-226, 40 ± 11 Bq/kg 

Th-232 and 907 ± 40 Bq/kg K-40 content. The calculated maximum allowable mixing 

ratio was 27.8 % in the case of used compounds. In the case of a former study 27 clay-

field of the most important Hungarian brick factories were surveyed in addition to 68 

red mud samples from Ajka reservoirs (Sas et al 2012). Due to the inhomogeneity of 

the source materials ~20% red mud content can be safely added to those clays to stay 

below the 1.0 I-index value in every case. This is the reason why a maximum of 20% 

red mud content was used for the experiments. 

Radon and thoron exhalation 

The exhalation rate dependency was plotted as a function of the applied heat-treatment 

in the cases of red mud and the clay-red mud mixture (Figure 3). It was found that the 

heat-treatment has a beneficial effect on radon and also on thoron exhalation 

characteristics of red mud and of the mixture as well. Above 800°C the measured 

exhalation rate was significantly lower than in the case of the non-treated materials. 

Owing to that fact the mixing of red mud with clays can be a solution to produce 

building materials with reduced radon exhalation features. As was expected the 

obtained radon and thoron exhalation characteristics were similar since the emanation 

phenomena of both isotopes are similar.   

http://dx.doi.org/10.1016/j.conbuildmat.2015.01.069
https://ec.europa.eu/energy/sites/ener/files/documents/112.pdf
http://www.nipne.ro/rjp/2013_58_Suppl/0243_0250.pdf
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Figure 3: Effects of heat treatment on radon exhalation characteristics 

 

The heat-treatment does not require any changes in e.g. brick production since the 

applied heat in the case of used kilns is between 800 and 1000°C. In a previous study 

published by Sas et al., 2015b, it was found that a strong correlation can be observed 

between nanoporosity (0-100 nm) and emanation, which is the source of the exhaled 

radon. Owing to current results on related samples it can be stated that a similar 

tendency can be observed in the case of thoron exhalation, which means the heat-

treatment and resultant reduction of nanoporosity can be a good solution to produce 

building materials with low radon and thoron exhalation capacities. 

Leachability experiments 

The results of leachability experiments are presented in the figures below.  Figure 4. 

and 5. present the results for red mud. For total microwave digestion by nitro-

hydrochloric acid 262 ± 19 Bq/kg U-238 (21.4±1.6 mg U-238/kg sample) was measured 

(100%), while the leached amount was ~75% with HNO3+H2O2 digestion, ~26 % with 

Lakanen-Erviö solution, and ~4.5 % with distilled water; for Tessier: step I. ~1 %, step 

II. ~1 %, step III. ~30 %, step IV. ~7%, step V. ~61%. 

http://dx.doi.org/10.1016/j.jenvrad.2015.06.002
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Figure 4: The measured activity concentrations of leaching tests performed on red mud 

 
Figure 5. The measured activity concentrations of the CEN/TS 14428 experiments performed at 

various pH values on red mud 

The results indicate that while the directly water-soluble fraction is relatively small, 

with the changing of pH or red-ox potential a considerable amount of the red mud’s 

uranium content becomes available for leaching. In the case of red mud the Tessier-

method showed that the majority of the leachable uranium is bound to the iron- and 

manganese-oxide bound fractions. A small fraction of uranium is available under anoxic 

conditions. The Hungarian MSZ-21470-50 standard indicated that 26% of the uranium 
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content in red mud is available for plants, so it can get into the food chain. As noted 

before the actual uptake by a given species is greatly dependent on the actual conditions, 

batch laboratory tests only indicate the possible behaviour. The CEN/TS 14429 standard 

indicates that while very little U leaches from red mud under alkaline conditions, under 

acidic conditions 5.5% of the total U content becomes available. Comparing the three 

methods it can be said that the parallel single step extractions were faster and simpler 

than the Tessier method, which is more detailed. The CEN/TS 14429 standard gives 

detailed information about the effects of pH, but other factors are not considered. As for 

red mud the directly available to water fraction of uranium is relatively small, around 

0,25 Bq/ l U-238 or 20 µg U/l leachate, for drastic pH change these values would be 

around 1,4 Bq/l U-238 or 115 µg U/l  leachate, with changes of red-ox potential 7,86 

Bq/l U-238 or 640 µg U/l  leachate becomes available. The Lakanen-Erviö solution had 

around 6,8 Bq/l U-238 or 556 µg U/l  leachate uranium content. Most of these values 

are well above the 30μg/l U for drinking water suggested by the WHO Guideline for 

Drinking-water Quality and the US Safe Drinking Water Act, thus reinforcing the 

necessity of the safe separation of red mud depositories from aquifers. 

 
Figure 6: The measured activity concentrations of leaching tests performed on clay 

In the case of clay (Figure 6.) the measured activity concentrations (11.9 ± 2.8 Bq/kg) 

are well below those measured in the case of bauxite residue, and the ratios are also 
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different. There is a small fraction of 3.4% attached to the pH-susceptible fraction, 

15.8 % is bound to the iron and manganese oxides, and 5.3 % is bound to the oxidizable 

fraction, while 74.3 % remains in the residue, considered unavailable under 

environmental conditions.  

In the case of model bricks (Figure 7.) less uranium becomes available, compared to 

red mud. With increasing red mud content the oxidizable fraction becomes more 

pronounced, less uranium is available to changes in red-ox potential, and more leaches 

out under anoxic conditions. 

 
Figure 7: The measured activity concentrations of leaching tests performed on bricks with 

different red mud contents 

With increasing red mud concentration in the mix a higher percentage of uranium 

becomes available, indicating a maximum for the brick’s capability to retain uranium. 

While the firing process had a significant effect on the radon (Sas et al., 2015b) and 

thoron exhalation characteristics of the material, it had less effect on leaching 

http://dx.doi.org/10.1016/j.jenvrad.2015.06.002
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characteristics, only around a 10% decrease. This indicates that opposed to the Rn-

isotopes the release of U is not closely connected to the nanoporosity.  

4. Conclusion 

• After heat treatment above 800°C both the measured radon and thoron 

exhalation rates were significantly lower than in the case of the non-treated 

materials. This means that the mixing of red mud with clays and utilization as 

bricks can be a solution to produce building materials with reduced exhalation 

features.  

• As was expected the obtained radon and thoron exhalation characteristics were 

similar since the emanation phenomena of both isotopes are similar.   

• The Tessier method and the MSZ-21470-50 standard are suitable for the 

characterization of materials; however, they do not provide enough information 

for waste disposal purposes. To this end, we propose using the CEN/TS 14429 

method from the methods discussed in the article, because it is easy to use, and 

gives information of the material’s behaviour under different pH conditions. 

However, further measurements are necessary, because waste disposal is a very 

complex matter and no single test can cover all necessary information. The 

CEN/TS 14429 method also has its limitations, but since it’s already in use in 

waste disposal facilities the measurement of radionuclides can easily be 

included in the standard protocol. 
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